
Forbo FloorCare method

Cleaning after installation

Periodic maintenance 

Total thickness ISO 1765

Application EN 1470

Roll length

Roll width

Fibre composition of the wear layer 

Backing

Construction

Fibre weight of the wear layer

Total weight ISO 8543

Antistatic properties ISO 10965

Impact sound reduction ISO 140-8   

Sound absorption EN ISO 354

Suitability for castor chairs EN 985

Light fastness ISO 105/B02

      Water fastness ISO 105/E01

      Rubbing fastness wet ISO 105-X12

      Rubbing fastness dry ISO 105-X12

All Needlefelt products meet the requirements of EN 14041

Reaction to fire EN 13501-1

Slip resistance EN 13893  

Personal charging ISO 6356

Heat transmission resistance ISO 8302
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Forte / Forte Graphic

ca. 6,5 mm

class 33

ca. 30 m

200 cm

100% PA

100% recycled PES

fully impregnated

ca. 750 g/m2

ca. 1,5 Kg/m2

≤ 107 Ω

22 dB

α
w

 = 0,20 (H)

Yes 

> 6

> 3-4

> 3

> 3-4

Bfl-s1   

DS ≥ 0.30

≤ 2 kV

0,07 m2  K/W

Markant / Markant Graphic Akzent

ca. 5,5 mm

class 33

ca. 30 m

200 cm

100% PA

100% recycled PES

fully impregnated

ca. 600 g/m2

ca. 1,2 Kg/m2

≤ 107 Ω

21 dB

α
w

 = 0,20 (H)

Yes 

> 6

> 3-4

> 3

> 3-4

ca. 5,0 mm

class 33

ca. 30 m

200 cm

80% PA / 20% PP

100% recycled PES

fully impregnated

ca. 500 g/m2

ca. 1,0 Kg/m2

≤ 107 Ω

20 dB

α
w

 = 0,20 (H)

Yes 

> 6

> 3-4

> 3

> 3-4

Bfl-s1 

DS ≥ 0.30

≤ 2 kV

0,06 m2  K/W

Bfl-s1 

DS ≥ 0.30

≤ 2 kV

0,05 m2  K/W

24835 24834 24836

Technical specifications
All	Needlefelt	products	meet	the	requirements	of	EN	14041

Regular cleaning

•	Vacuum	clean	the	floor	using	an	upright	vacuum	cleaner	with	powered	brush
•	Remove	stains	or	spills	locally	using	clean	warm	water
•	Remove	excess	water
•	Allow	the	floor	to	dry

•	Vacuuming
Regular	vacuuming,	using	an	upright	vacuum	cleaner	with	a	powered	
brush,	is	the	essential	first	step	in	the	upkeep	of	the	installation.	
Heavy	traffic	areas	require	more	frequent	vacuuming	than	those	areas	
which	are	less	frequented.

•	Spot	and	stain	removal
A	daily	spot	and	stain	removal	process	should	also	be	implemented	
using	a	neutral	spotting	detergent.	The	stain	should	not	be	allowed	to	
dry	as	this	can	make	removal	more	difficult.

Vacuuming	will	not	easily	remove	oily	residues	from	needlefelt	nor	the	
balance	of	dry	soiling.	Systems	have	been	developed	to	maintain	appearance	
longer	and	remove	some	of	the	soiling.	These	systems	allow	needlefelt	to	be	
maintained	on	a	periodic	basis:
•	Rotary	shampoo:	using	rotating	brushes	and	a	crystallising	shampoo.




